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PEMCO iDRIVE 140 15W-40

PRODUCT DESIGNATION SAE15WA40,
S| b4 RARSOARC API SL/CF
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Control Item Standard Results Test Method
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Viscosity at 100C, cSt 13.514.5 13.80 ASTM D-445
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Viscosity at 40°C, cSt - 102.38 ASTM D-445
JwiLCtsfylst € d dzj dzGiks
Mmuls
Dynamic viscosity [ mPa.s ], a20°C, 7000 6820 ASTM D 5293
max.
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Viscosity Index, min. 135 135 ASTM D-2270
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Flash point, open cufiC 210 220 ASTM D-92
v B jtcOlskztcO® o Mmf r |
sqc®aj , daj dzdy d
Pour point,’C, max. -30 -35 ASTM D-97
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Total base no. mg®H/g, min 5.5 5,80 ASTM D-2896
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Density at 15C, kg/l, max. 0.9 0.888 ASTM D-1298
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