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PEMCO iDRIVE 350 5W-30 

 
 

PRODUCT DESIGNATION 

  ʂʃɸʉʉʀʌʀʂɸʎʀʗ 

ʇʈʆɼʋʂʊɸ 

 

SAE 5W-30 API SM/CF; ACEA C3/A3//B4;  

VW 504.00/507.00  MB 229.51; BMW LL-04 

Control Item 

ʅɸʀʄɽʅʆɺɸʅʀɽ ʇʆʂɸɿɸʊɽʃʗ 

Standard 

ʉʪʘʥʜʘʨʪ 

Results 

ʇʦʢʘʟʘʪʝʣʠ 

Test Method 

ʄɽʊʆɼ 

Viscosity at 100 
o
C, cSt  

ɺʷʟʢʦʩʪʴ ʢʠʥʝʤʘʪʠʯʝʩʢʘʷ ʧʨʠ 100 ʦʉ, 

ʩʉʪ 

11.0-12.0 

 

11.22 

 

ASTM D-445 

 

 

Viscosity at 40 
o
C, cSt 

ɺʷʟʢʦʩʪʴ ʢʠʥʝʤʘʪʠʯʝʩʢʘʷ ʧʨʠ 40 ʦʉ, 

ʩʉʪ 

- 67.52 ASTM D-445 

 

 

Dynamic viscosity [ mPa.s ], at -30 
o
C, 

max. 

ɺʷʟʢʦʩʪʴ ʜʠʥʘʤʠʯʝʩʢʘʷ ʩʇ, ʧʨʠ -30
0
ʉ 

6600 

 

6500 

 

ASTM D 5293 

 

 

Viscosity Index, min. 

ʀʥʜʝʢʩ ʚʷʟʢʦʩʪʠ, ʥʝ ʤʝʥʝʝ 

160 160 ASTM D-2270 

 

Flash point, open cup, 
o
C  

ʊʝʤʧʝʨʘʪʫʨʘ ʚʩʧʳʰʢʠ ʚ ʦʪʢʨʳʪʦʤ 

ʪʠʛʣʝ, ʦʉ, ʥʝ ʥʠʞʝ 

220 224 ASTM D-92 

 

 

Pour point, 
o
C, max. 

ʊʝʤʧʝʨʘʪʫʨʘ ʟʘʩʪʳʚʘʥʠʷ, ʦʉ, ʥʝ ʚʳʰʝ 

-45 

 

-48 ASTM D-97 

 

Total base no. mgKOH/g, min  

ʑʝʣʦʯʥʦʝ ʯʠʩʣʦ, ʤʛ ʂʆʅ ʥʘ 1 ʛ ʤʘʩʣʘ, 

ʥʝ ʤʝʥʝʝ 

5.9 6,24 ASTM D-2896 

 

Density at 15 
o
C, kg/l, max. 

ʇʣʦʪʥʦʩʪʲ ʧʨʠ 15 ʦʉ, ʢʛ/ʣ 

0.9 

 

0.845 ASTM D-1298 

 

 

ʆʪʚʝʪʩʪʚʝʥʥʳʡ ʟʘ ʘʥʘʣʠʟ: Daiva Burbaite 
 


